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(57) ABSTRACT 

Provided is a method for easily and efficiently producing 
encapsulated substance vesicles wherein a substance is 
encapsulated in the cavity of vesicles obtained by polymer 
self-assembly. Empty vesicles that have membranes com-

prising a first polymer that is a block copolymer with 
uncharged hydrophilic segments and a first kind of charged 
segments and a second polymer with a second kind of 
charged segments that carry a charge that is the opposite of 
said first kind of charged segments as well as spaces that are 
enclosed by said membranes are mixed in an aqueous 
medium with the substance that is to be encapsulated in the 
spaces. 
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SUBSTANCE-ENCAPSULATING VESICLE 
AND PROCESS FOR PRODUCING THE 

SAME 

CROSS-REFERENCES TO RELATED 
APPLICATIONS 

The current application is a continuation of U.S. patent 
application Ser. No. 13/699,238, filed Nov. 20, 2012, 
allowed, which is a 371 National Phase Application of 10 

PCT/JP2O11/06 1790, which application claims foreign pri-
ority to JP 2010-117823 and JP 2010-117821, both ofthem 
filed May 21, 2010, the disclosures of which are hereby 
incorporated by reference in their entireties for all purposes. 

TECHNICAL FIELD 

The present invention relates to a vesicle having a cavity 
in which a substance is encapsulated, and also to a process 
of producing the same. 

More specifically, the invention relates to a process of 
producing a vesicle encapsulating a substance therein (sub-
stance-encapsulating vesicle) easily and efficiently, by mak-
ing the substance carried and encapsulated in the cavity of 
a vacant vesicle formed via self-assembly of polymers, and 
also to a novel substance-encapsulating vesicle prepared by 
the process. 

BACKGROUND ART 

It is known that a vesicle can be formed via self-assembly 
of polymers of which the primary structures have been 
controlled precisely. Such a vesicle is applicable to various 
molecular designs, and can serve a new function beyond the 
properties of the original polymers. Accordingly, the vesicle 
is being considered for use as a carrier for a drug delivery 
system (DDS) or as a biomaterial or functional material. 

Patent Document 1 (JP-H8-188541A, of which the inven-
tors overlap with the present inventors) discloses a drug 
carrier in the form of an electrostatically-united polymeric 
micelle formed via self-assembly of a block copolymer 
having an uncharged segment and a charged segment. 

Non-Patent Document 1 (Schlaad H. et al., Macromol-
ecules, 2003, 36 (5), 1417-1420) discloses a vesicle formed 
via self-assembly of a first block copolymer having poly(1, 
2-butadiene) block and poly(cesium methacrylate) block 
with a second block copolymer having polystyrene block 
and poly(1-methyl-4-vinylpyridinium iodide) block (re-
ferred to as "polymersome"). 

Patent Document 2 (W02006/118260A, of which the 
inventors overlap with the present inventors) discloses a 
vesicle formed via self-assembly of a first block copolymer 
having an uncharged hydrophilic segment and a cationic 
segment (e.g., PEG-polycation) with a second block copo-
lymer having an uncharged hydrophilic segment and an 
anionic segment (e.g., PEG-polyanion). 

Non-Patent Document 2 (Anraku Y et al., J. Am. Chem. 
Soc., 2010, 132 (5), 1631-1636, ofwhich the authors overlap 
with the present inventors) discloses a vesicle formed via 
self-assembly of a block copolymer having an uncharged 
hydrophilic segment and a charged segment (e.g., PEG-
polycation) and a copolymer charged oppositely to the 
charged segment of the block copolymer (e.g., polyanion). 

It is contemplated that such vesicles formed via self-
assembly of polymers as mentioned above can encapsulate 
and carry various substances within their cavities for desired 
applications (for overview, see, e.g., Non-Patent Document 
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3: H. Nyin et al. Soft Matter, 2006, 2, 940-949; and 
Non-Patent Document 4: "liposome: New Developments in 
Applications", supervised by Kazunari AKIYOSHI et al., 
NTS Inc., 2005). 

A typical process of producing a vesicle encapsulating a 
substance within its cavity (hereinafter also referred to as 
"substance-encapsulating vesicle") includes mixing a sub-
stance to be encapsulated (hereinafter also referred to as 
"encapsulation-target substance") with membrane compo-
nent polymers or a preformed polymer membrane to cause 
formation of a polymer vesicle via self-assembly simulta-
neously with enclosure of the substance into the vesicle 
cavity (hereinafter also referred to as "simultaneous mixing 
method"). Examples include: emulsion method (see, e.g., 
Non-Patent Document 5: F. Szoka, Jr et al., Proc. Natl. Acad. 
Sci. USA, 1978 75 (9) 4194-4198); and instillation method 
using organic solution of lipids (see, e.g., Non-Patent Docu-
ment 6: Batzri, S. et al., Biochim. Biophys Acta 1973, 298, 
1015-10 19). 

However, the simultaneous mixing method has a draw-
back that presence of the encapsulation-target substance 
may affect vesicle formation process via self-assembly, 
thereby preventing formation of a vesicle or, even if not, 
enclosure of the substance into the vesicle cavity. Another 
problem involved in this method is that it often requires use 
of organic solvent which is detrimental to membrane for-
mation, rendering the process complicated and causing 
damage to the encapsulation-target substance due to the 
organic solvent. This method has still another drawback that 
it is difficult to form vesicles having uniform particle size 
and structure unless carrying out an additional step, which is 
likely to render the process complicated. Thus, this method 
lacks versatality, and is not practical as a means for produc-
ing various kinds of substance-encapsulating vesicles. 

On the other hand, as a general method of producing a 
particle encapsulating a substance, there is a method in 
which an encapsulation-target substance is introduced into 
the cavity of an existing vacant particle such that the 
substance is enclosed and carried by the particle (hereinafter 
also referred to as "post-carrying method") (see, e.g., Non-
Patent Document 7: W. Tong et al. J. Phys. Chem. B, 2005, 
109, 13159-13165). This method could be an option for 
producing substance-encapsulating vesicles. 

However, application of the post-carrying method to 
vesicles would require any additional means to introduce an
encapsulation-target substance beyond the membrane of a 
vacant vesicle into the vesicle cavity. A conceivable method 
includes: making the vacant vesicle swell to relax the 
membrane; penetrating the encapsulation-target substance 
into the cavity through cleavage which has occurred on the 
relaxed membrane; and contracting the membrane to prevent 
release of the encapsulation-target substance. Another con-
ceivable method includes: opening pores on the membrane 
of the vacant vesicle; introducing the encapsulation-target 
substance into the cavity through the pores; and closing the 
pores to prevent release of the encapsulation-target sub-
stance. However, these methods are cumbersome and com-
plicated, too disadvantageous to be put into practical use. In 
addition, the particle size and the structure of the existing 
vacant vesicle would probably be disturbed during the 
process of enclosure and carriage of the encapsulation-target 
substance. Accordingly, these methods have been consid-
ered as being far from practical. 

Another published method for lipid bilayer membrane 
vesicles such as liposomes includes integrating a channel 
protein into the lipid bilayer membrane (see, e.g., Non-
Patent Document 8: Ranquin A, Versees W, Miere W, 



US 10,357,454 B2 
3 

Steyaert J, Gelder PV., "Therapeutic Nanoreactors: Com-
bining Chemistry and Biology in a Novel Triblock Copo-
lymer", Drug Delivery System, Nano Lett., 2005, 5:2220-4). 
However, this method is not practical either, since the 
process is cumbersome and complicated and lacks versatal-
ity. 

Thus, there is a demand for a process of easily and 
efficiently producing a substance-encapsulating vesicle, in 
which a substance is encapsulated in the cavity of a vesicle 
formed via self-assembly of polymers. 

With regard to vacant vesicles for encapsulating and 
carrying an active ingredient in the vesicle cavity, there is 
still room for improvement in the stability of carriage. In 
addition, it is still difficult to make two or more active 
ingredients carried by such a vesicle. 

Thus, there is a demand for developing a new vesicle 
which can carry an active ingredient with improved stability, 
and can also carry two or more ingredients with improved 
controllability. 

PRIOR ART REFERENCES 

Patent Documents 

Patent Document 1: JP-H8-188541A 
Patent Document 2: W02006/118260A 

Non-Patent Documents 

Non-Patent Document 1: Schlaad H. et al., Macromolecules, 
2003, 36 (5), 1417-1420 

Non-Patent Document 2: Anraku Y et al., J. Am. Chem. 
Soc., 2010, 132 (5), 1631-1636 

Non-Patent Document 3: H. Nyin et al. Soft Matter, 2006, 2, 
940-949 

Non-Patent Document 4: "liposome: New Developments in 
Applications", supervised by Kazunari AKIYOSHI et al., 
NTS Inc., 2005 

Non-Patent Document 5: F. Szoka, Jr. et al., Proc. Natl. 
Acad. Sci. USA, 1978 75 (9) 4194-4198 

Non-Patent Document 6: Batzri, S. et al., Biochim. Biophys 
Acta 1973, 298, 1015-1019 

Non-Patent Document 7: W. Tong et al., J. Phys. Chem. B, 
2005, 109, 13159-13165 

Non-Patent Document 8: Ranquin Act al., Nano Lett. 2005; 
5:2220-4 

DISCLOSURE OF THE INVENTION 

Problems to be Solved by the Invention 

A problem to be addressed by the present invention is to 
provide a process of producing a substance-encapsulating 
vesicle easily and efficiently, in which vesicle a substance is 
encapsulated in the cavity of a vesicle formed via self-
assembly of polymers. 

Another problem to be addressed by the present invention 
is to provide a new vesicle which can carry an active 
ingredient with improved stability, and can also carry two or 
more ingredients with improved controllability. 

Means to Solve the Problems 

After intensive investigations in view of the aforemen-
tioned problems, the present inventors have finally found 
that a substance-encapsulating vesicle having a substance 
encapsulated in the vesicle cavity can be produced by 

4 
preparing a vacant vesicle having a certain structure, and 
mixing the vacant vesicle with the encapsulation-target 
substance in an aqueous medium. This finding is very 
surprising, since although very simple, this process enables 

5 efficient introduction of an encapsulation-target substance 
into a vacant vesicle using the post-carrying method, with-
out substantially impairing the structure of the vesicle. 

In addition, in the course of developing the process, the 
present inventors have found a novel vesicle of which the 

10 membrane contains a nucleic acid. 
Thus, an aspect of the present invention relates to a 

process of producing a substance-encapsulating vesicle, 
which encapsulates a substance in a cavity thereof, com-

15 
prising: providing a vacant vesicle having a membrane 
containing a first polymer, which is a block copolymer 
having an uncharged hydrophilic segment and a first charged 
segment, and a second polymer, which has a second charged 
segment charged oppositely to the first charged segment, 

20 said membrane defining a cavity surrounded thereby; and 
mixing the vacant vesicle and the substance in an aqueous 
medium. 

Another aspect of the present invention relates to a vesicle 
comprising: a membrane containing a first polymer, which is 

25 a block copolymer having an uncharged hydrophilic seg-
ment and a first charged segment, and a second polymer, 
which has a second charged segment charged oppositely to 
the first charged segment, said membrane defining a cavity 
surrounded thereby; and a substance encapsulated in the 

30 cavity. 
Still another aspect of the present invention relates to a 

vesicle comprising a membrane containing: a block copo-
lymer having an uncharged hydrophilic segment and a 
cationic segment; and a nucleic acid; said membrane defin-
ing a cavity surrounded thereby. 

Effects of the Invention 

The present invention provides a method which can 
40 produces a substance-encapsulating vesicle easily and effi-

ciently, in which vesicle a substance is encapsulated in the 
cavity of a vesicle formed via self-assembly of polymers. 
This method also provides a novel substance-encapsulating 
vesicle having high usefulness. 

45 The present invention also provides a vesicle with a novel 
structure, having a cavity surrounded by a membrane con-
taining a certain block copolymer and a nucleic acid. 

BRIEF EXPLANATION OF THE DRAWINGS 
50 

FIGS. 1A and lB are drawings for explaining the method 
of the present invention. 

FIG. 2 is a drawing for explaining the structure of a vacant 
vesicle. 

55 FIGS. 3A and 3B are drawings for explaining an embodi-
ment of the membrane structure of a vacant vesicle. 

FIGS. 4A and 4B are drawings for explaining another 
embodiment of the membrane structure of a vacant vesicle. 

FIGS. SA-SC are drawings for explaining an embodiment 
60 of the membrane structure of an intra-membrane nucleic 

acid-containing vesicle. 
FIGS. 6A and 6B are graphs showing a relationship 

between the N+/P ratio and the mean particle diameter and 
the polydisperse index. 

65 FIG. 7A is a transmission electron micrograph of a sample 
(N+/P ratio=1 .2) in which an intra-membrane nucleic acid-
containing vesicle was formed, and FIG. 7B is a transmis-
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sion electron micrograph of a sample (N/P ratio=2.0) in 
which no intra-membrane nucleic acidcontaining vesicle 
was formed. 

FIGS. 8A-8D are the phase-contrast cryo-transmission 
electron micrographs of a crosslinked intra-membrane 
nucleic acid-containing vesicle. 

FIGS. 9A and 9B are graphs showing changes with time 
in the particle size and shape of an intra-membrane nucleic 
acid-containing vesicle. 

FIG. 10 is a graph showing the RNAi activity of an 
intra-membrane nucleic acid-containing vesicle. 

FIGS. hA and 11B are drawings showing the intracellu-
lar uptake of siRNA by an intra-membrane nucleic acid-
containing vesicle. 

FIG. 12 is a graph showing substance encapsulation into 
an intra-membrane nucleic acid-containing vesicle. 

FIG. 13 is a graph showing the particle distribution of the 
substance-encapsulating vesicle of Example V-i. 

FIG. 14 is a graph showing the attenuation curve of the 
substance-encapsulating vesicle of Example V-i measured 
by FCS. 

FIG. 15 is a graph showing the particle distribution of the 
substance-encapsulating vesicle of Comparative Example 
V-i. 

FIGS. 16A-16C are photofluorograms showing the result 
of evaluating the in vitro activity of the substance-encapsu-
lating vesicle of Example VI-i. 

FIG. 17 is a graph showing the particle distribution of the 
substance-encapsulating vesicle of Example VI-i. 

FIG. 18 is a graph showing the attenuation curve of the 
substance-encapsulating vesicle of Example VI-i measured 
by FCS. 

FIG. 19 is a graph showing the particle distribution of the 
substance-encapsulating vesicle of Comparative Example 
VI-i. 

FIG. 20 is a graph showing the attenuation curve of the 
substance-encapsulating vesicle of Example VII measured 
by FCS. 

FIGS. 21A and 21B are the phase-contrast cryo-transmis-
sion electron micrographs of the substance-encapsulating 
vesicle of Example VII. 

FIG. 22 is a photofluorogram showing the result of 
evaluating the in vitro activity of the substance-encapsulat-
ing vesicle of Example VIII. 

FIGS. 23A and 23B are graphs showing changes in the 
structure of a vacant vesicle by mixing. 

MODE FOR CARRYING OUT THE INVENTION 

[I: Definition] 
As used herein the term "vesicle" means a basic structure 

having a membrane of a unilamellar structure and a cavity 
(internal water phase) surrounded by the membrane. 

As used herein the term "alkyl" represents a monovalent 
aliphatic saturated hydrocarbon group. Unless otherwise 
specified, alkyl may be a linear or cyclic form, or a form in 
which a linear and a cyclic form are bound. Linear alkyl may 
be a straight- or branched-chain. Cyclic alkyl may be 
monocyclic or polycyclic, and in the case of polycyclic 
alkyl, it may be a linked or fused ring, or a spiro ring. 

As used herein the term "alkoxy" as a name of a group or 
part thereof represents a group in which the above alkyl is 
bound to one valence arm of a divalent oxygen atom. 

As used herein the term "aryl" as a name of a group or part 
thereof represents a monovalent aromatic hydrocarbon 
group. Unless otherwise specified, aryl may be monocyclic 

or polycyclic, and in the case of polycyclic alkyl, it may be 
a linked or fused ring or a spiro ring. 

As used herein, the number of carbons of a group is 
expressed as in "C112 alkyl." "C112 alkyl" means that the 

5 number of carbons of the alkyl is i to i2. 
As used herein the term "halogen atom" means a fluorine 

atom, a chlorine atom, a bromine atom, or an iodine atom. 
As used herein, that a certain group is "optionally sub-

stituted" means that one or more hydrogen atoms contained 
10 in the group may be substituted with one or more substitu-

ents (in the case of two or more substituents, they may be the 
same or different). The maximum number of substituents 
can be easily determined by a person skilled in the art 
according to the structure and the number of hydrogen atoms 

15 contained in the group. 
As used herein the "substituent" is selected, unless oth-

erwise specified, from the group consisting of a halogen 
atom, an aryl group, a hydroxy group, an amino group, a 
carboxyl group, a cyano group, a formyl group, a dimethy-

20 lacetal formyl group, a diethylacetal formyl group, a C16
alkoxycarbonyl group, a C27 acylamide group, a siloxy 
group, a tri(C16 alkyl)siloxy group (C16 alkyl may be the 
same or different) and a sillylamino group. 

As used herein the term "shear stress" means a stress 
25 component for which the direction of a normal line of a force 

acting surface is different from the force acting direction. 
The description "mixing under shear stress" means mixing 
so that shear stress is acted on an object to be mixed. When 
an external force is applied on a fluid (e.g., an aqueous 

30 medium) containing an object, "shear stress" usually acts on 
the object present in the fluid. Thus, when an external force 
is applied to mix a subject solution described below (a liquid 
containing a vesicle and an encapsulation-target substance in 
an aqueous medium), for example, "shear stress" acts on the 

35 vesicle contained therein, and thus such mixing corresponds 
to "mixing under shear stress". 

As used herein the term "RNAi" means RNA interfer-
ence. 

As used herein the term "siRNA (small interfering RNA)" 
40 means a low molecular weight (usually i 9-27 base pairs, 

preferably 2 i -23 base pairs) double-stranded RNA involved 
in RNAi. 

Now the embodiments of the present invention will be 
explained below. The following embodiments are only illus-

45 trative examples and the present invention may be carried 
out in any form. 
[II: Method for Producing a Substance-encapsulating 
Vesicle] 
(Il-i: Summary) 

50 As described above, in the simultaneous mixing method, 
which is a representative method for producing a substance-
encapsulating vesicle, in addition to being uncertain about 
the success of encapsulation, it was difficult to secure the 
stability of an encapsulation-target substance or the unifor-

55 mity of particle size and structure, and furthermore the 
process was complicated. Thus, the method had many prob-
lems for it to be used as a universal method for producing a 
variety of substance-encapsulating vesicles. On the other 
hand, there can be conceived to use a later supporting 

60 method which is mainly used for vacant particles. In this 
case, however, since a substance is introduced into a cavity 
of a vacant vesicle by transcending the membrane of the 
vesicle, the method requires complicated procedures such as 
membrane relaxation by swelling of the vacant vesicle, pore 

65 formation in the membrane of the vacant vesicle, and the 
embedding of channel proteins into lipid bilayers, rendering 
the process very complicated. Besides it is difficult to control 
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the particle size and structure of the vesicle, the method was 
considered to be hardly practical. 

In contrast, in the method of producing a substance-
encapsulating vesicle of the present invention (hereinafter 
referred to as "the production method of the present inven-
tion"), a vacant vesicle of a predetermined structure is 
provided, which is mixed with an encapsulation-target sub-
stance in an aqueous medium to produce a substance-
encapsulating vesicle having encapsulated a substance in a 
cavity thereof Despite being such a simple method, it can 
efficiently introduce an encapsulation-target substance into a 
vacant vesicle even with a later supporting method, and 
besides vesicle structure is hardly impaired. This is a sur-
prising finding. 

The outline of the production method of the present 
invention will be explained below with reference to FIGS. 
1A and lB. As used herein, FIGS. 1A and lB is a schematic 
diagram, and the present invention is not limited to FIGS. 
1A and lB in any way. 

As shown in FIG. 1A, a vacant vesicle 1 with a prede-
termined structure having a cavity lb surrounded by a 
membrane la is provided, which, together with an encap-
sulation-target substance 9, is mixed in an aqueous medium. 
Thus, as shown in FIG. 1B, the encapsulation-target sub-
stance 9 is introduced into the cavity lb by transcending the 
membrane la of the vacant vesicle 1, and thereby a sub-
stance-encapsulating vesicle 1' encapsulating the encapsu-
lation-target substance 9 in the cavity lb can be obtained. 

It is a highly surprising finding that for the vesicle 1 
obtained by polymer self-assembly, which requires a highly 
sophisticated control of the structure, such a simple method 
can introduce and encapsulate the substance 9 into the cavity 
lb of the membrane la. The production method of the 
present invention is based on such a finding. 

Now, the production method of the present invention will 
be explained in detail below, but the details of the vacant 
vesicle and the encapsulation-target substance will be 
described in different sections, and here other conditions and 
procedures will be explained. 
(11-2: Mixing of a Vacant Vesicle and an Encapsulation-
target Substance) 

The production method of the present invention includes 
a step of mixing a vacant vesicle and an encapsulation-target 
substance in an aqueous medium (the liquid, a subject to be 
mixed, containing the vacant vesicle and the encapsulation-
target substance may hereinafter be referred to as "a subject 
solution to be mixed"). 

The method of mixing may not be specifically limited, 
and may be carried out by a method of applying an external 
force to an aqueous medium. Thus, a method in which a 
vacant vesicle and an encapsulation-target substance are 
added into an aqueous medium and allowed to stand so as to 
disperse them spontaneously (hereinafter referred to as 
"standing/dispersion mixing") is excluded. As an example of 
mixing by applying an external force to an aqueous medium, 
there can be mentioned agitation, shaking, impaction etc. 

As an exemplary method that employs agitation, there can 
be mentioned a method of agitating by rotating a container 
containing a subject solution to be mixed with a vortex 
mixer etc., and a method of directly agitating the solution 
with an agitation blade, and the like. 

As an exemplary method that employs shaking, there can 
be mentioned a method of shaking a container containing a 
subject solution to be mixed with a shaker etc. 

As an exemplary method that employs impaction, there 
can be mentioned a method of applying vibration by ultra-

8 
sonic irradiation and various other impacts to a subject 
solution to be mixed, and the like. 

By the above mixing, a substance is encapsulated in the 
cavity of a vesicle and thus a substance-encapsulating 

5 vesicle can be produced. 
The reason why a substance-encapsulating vesicle can be 

formed by mixing is not clear, but by applying an external 
force to an aqueous medium, shear stress is acted on the 
vacant vesicle (thereby, mixing by an external force appli-

10 cation to an aqueous medium may be rephrased as mixing 
under shear stress). With such shear stress, it is believed, the 
structure of the vacant vesicle may be disturbed and decom-
posed to roughly uniform small aggregates, which self-
assemble again to uniformly regenerate the vesicle, and at 

15 the same time an encapsulation-target substance present in 
the aqueous medium may be encapsulated into the vesicle 
during vesicle regeneration (such a mechanism can also be 
estimated since vesicle decomposition into small aggregates 
by mixing was also confirmed in a reference experiment 

20 described below). This phenomenon can hardly occur for a 
vesicle at a normal state, and therefore the production 
method of the present invention that employs such a phe-
nomenon can be considered extremely innovative. 

Considering the above mechanism, though the mixing 
25 condition is not limited, it is preferred to select an appro-

priate condition that permits the sufficient disturbance of the 
vacant vesicle structure in an aqueous medium and permits, 
after disturbance, the regeneration of the vesicle structure. 
Usually, mixing may be carried out to the extent that a force 

30 may be applied to the entire subject solution to be mixed, 
and preferably mixing may be carried out to the extent that 
the entire subject solution to be mixed becomes roughly 
uniform. 

A specific condition for mixing may vary with the mixing 
35 method, and in the case of agitating, it may be usually 

carried out at a rotating speed of 500 rpm or higher, 
preferably 1000 rpm or higher, and usually 10000 rpm or 
lower, preferably 5000 rpm or lower. When the rotating 
speed is too low, a uniform substance-encapsulating vesicle 

40 can be hardly formed, whereas when it is too high, a vesicle 
may be impaired and destroyed. 

The agitating time with a vortex mixer may vary with the 
rotating speed, and may usually be 60 seconds or more, 
preferably 120 seconds or more, and usually 10 minutes or 

45 less, preferably 5 minutes or less. When the agitating time is 
too short, a uniform substance-encapsulating vesicle can be 
hardly formed, whereas when it is too long, a vesicle may be 
impaired and destroyed. 

A specific condition for using another mixing method 
50 (agitation with an agitation blade, shaking with a shaker, 

impacting with ultrasonic irradiation etc.) may be adjusted 
as appropriate so that a force may be applied to a subject 
solution to be mixed, said force having a similar degree of 
strength to that obtained when agitation with a vortex mixer 

55 is carried out at the above rotating speed and agitation time. 
When the above mechanism is taken into account, it is 

preferred to secure a certain period of time, after mixing, 
during which the subject solution to be mixed is allowed to 
stand and the vesicle is uniformly regenerated. Such a 

60 standing time is not limited, but may be one minute or more, 
preferably 3 minutes or more. 

The fact that a substance was encapsulated into the cavity 
of a vesicle can be confirmed by such methods as the 
detection of changes in diffusion coefficient by fluorescence 

65 correlation spectroscopy (FCS), separation by size exclusion 
chromatography, direct examination by transmission elec-
tron microscope, etc. In measurement of diffusion coefficient 
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by fluorescence correlation spectroscopy, the uneven distri-
bution of the encapsulation-target substance in the vesicle 
(thus the obtainment of a substance-encapsulating vesicle) 
can be confirmed by measuring changes in diffusion coef-
ficient of a fluorescent sample using a fluorescent sample as 
the encapsulation-target substance. 
(11-3: Other Conditions Related to Mixing) 

Usually, a solution (a subject solution to be mixed) 
containing a vacant vesicle and an encapsulation-target 
substance in an aqueous medium may be prepared and 
subjected to the above mixing. 

The type of the aqueous solvent is not limited. Preferably 
it may be water, but a solvent (such as physiological saline, 
an aqueous buffer solution, and a mixed solvent of water and 
a water-soluble organic solvent etc.) in which another ingre-
dient was mixed with water can also be used as long as it 
does not badly affect the structure of a vacant vesicle or does 
not prevent the introduction of an encapsulation-target sub-
stance into the vesicle. As an aqueous buffer solution, a 10 
mM HEPES buffer etc. may be used. 

While a subject solution to be mixed may be prepared by 
any procedure, it is preferred that, since a vacant vesicle is 
prepared in an aqueous medium as described below, an 
encapsulation-target substance may be added to a prepared 
vacant vesicle-containing solution, which is then subjected 
to mixing. The encapsulation-target substance may be added 
as it is to the vacant vesicle-containing solution, or may be 
added in the form of a solution in an aqueous medium or of 
a suspension etc. 

The respective concentration of a vacant vesicle and an 
encapsulation-target substance in the subject solution to be 
mixed may not be specifically limited, and may be decided 
considering the structure of the vacant vesicle, the type of 
the encapsulation-target substance, the desired encapsula-
tion ratio of the encapsulation-target substance to the vacant 
vesicle, etc. 

However, from the viewpoint of enhancing the encapsu-
lation efficiency of an encapsulation-target substance into 
the vacant vesicle, the concentration of the vacant vesicle in 
an aqueous medium may usually be 0.1 mg/ml or more, 
especially 1 mg/ml or more, and usually 100 mglml or less, 
especially 10 mg/ml or less. When the concentration of the 
vacant vesicle is too low, the substance-encapsulating 
vesicle may not be formed. Since the particle size of the 
substance-encapsulating vesicle obtained is believed to 
depend on the concentration of the vacant vesicle, the 
concentration of the vacant vesicle should be decided 
according to the desired particle size of the substance-
encapsulating vesicle. 

Also, the concentration of the encapsulation-target sub-
stance in the aqueous medium, which varies with the prop-
erty of the encapsulation-target substance, may usually be 
0.1 mg/ml or more, especially 1 mg/ml or more, and usually 
100 mglml or less, especially 50 mg/ml or less. When the 
concentration of the encapsulation-target substance is too 
low, the substance-encapsulating vesicle may not be formed. 

While the pH of a mixture solution may not be specifically 
limited, and may be adjusted as appropriate considering the 
conditions such as the structure of the vacant vesicle, the 
type of the encapsulation-target substance, and the respec-
tive concentration of the vacant vesicle and the encapsula-
tion-target substance in the mixture solution, it may prefer-
ably be 5 or higher, more preferably 6.5 or higher, and 
preferably 9 or lower, more preferably 7.5 or lower. pH may 
be easily adjusted by using a buffer solution as a solvent. To 
adjust the pH of the mixture solution and use it may be 
advantageous in retaining the structure of the vacant vesicle 

10 
and allowing the vacant vesicle to efficiently encapsulate the 
encapsulation-target substance. 

While the ionic strength of a mixture solution can be 
adjusted as appropriate as long as it does not destroy the 

5 structure of a vacant vesicle or inhibit the encapsulation of 
an encapsulation-target substance into the vacant vesicle, it 
may preferably be 0 mM or more, more preferably 10 mM 
or more, and preferably 200 mM or less, more preferably 50 
mM or less. 

10 While the temperature during mixing of a mixture solu-
tion may not be limited as long as it does not destroy the 
structure of a vacant vesicle or inhibit the encapsulation of 
an encapsulation-target substance into the vacant vesicle, it 
may preferably be 100 C. or higher, more preferably 20° C. 

15 or higher, and preferably 80° C. or lower, more preferably 
50° C. or lower. 

After mixing, the formed substance-encapsulating vesicle 
may immediately be subjected to the desired use, or in order 
to equilibrate the system, time for allowing the mixed liquid 

20 to stand may be secured. While the time for allowing the 
mixture solution to stand may vary depending on the con-
ditions such as the efficiency of forming a substance-encap-
sulating vesicle, it may preferably be 50 hours or less, more 
preferably 30 hours or less. When a cross-linker may not be 

25 used as described below, it may sometimes be preferred not 
to allow time longer than is required for uniform regenera-
tion of the vesicle, since the size of the formed substance-
encapsulating vesicle may tend to increase with time. 

When a cross-linker is used, it may be added to a mixture 
30 solution containing the formed substance-encapsulating 

vesicle, and the cross-linker may be added and mixed. While 
the cross-linker may be added as it is, an aqueous solution 
containing the cross-linker may be prepared and this solu-
tion may be added. The conditions for preparing an aqueous 

35 solvent, pH, temperature, ionic strength etc. in the prepara-
tion of an aqueous solution of a cross-linker may be similar 
to those described above for the mixture solution. 
[III: A Vacant Vesicle] 
(111-1: Structure of a Vacant Vesicle) 

40 In the production method of the present invention, a 
vesicle comprising a membrane containing a first polymer, 
which is a block copolymer having an uncharged hydro-
philic segment and a first charged segment, and a second 
polymer, which has a second charged segment charged 

45 oppositely to the first charged segment, said membrane 
defining a cavity surrounded thereby is used as a vacant 
vesicle. 

An example of the structure of a vacant vesicle will be 
explained with reference to FIGS. 2, 3A-3B, and 4A-4B. 

50 Any of FIGS. 2, 3A-3B, and 4A-4B are a schematic dia-
gram, and the present invention is not limited to these 
drawings in any way. 

FIG. 2 is a partially broken view of a vesicle 1. As shown 
in FIG. 2, the vesicle 1 has a membrane la and a cavity lb 

55 surrounded by the membrane la. 
FIG. 3A is a partially enlarged sectional view of the 

membrane la of the vesicle 1 according to an embodiment 
of the present invention. The membrane la shown in FIG. 
3A has a trilaminar structure comprising an outer layer 1a0, 

60 an intermediate layer lam, and an inner layer la,, and mainly 
formed by a first polymer 2 and a second polymer 3. 

FIG. 3B is an enlarged view of the first polymer 2 and the 
second polymer 3 shown in FIG. 3A. As shown in FIG. 3B, 
the first polymer 2 is a block copolymer having an

65 uncharged hydrophilic segment 2a and a first charged seg-
ment 2b, and the second polymer 3 is a polymer that has a 
second charged segment 3 charged oppositely to the first 
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charged segment 2b. Preferably, as shown in FIG. 3B, the 
uncharged hydrophilic segment 2a may form the outer layer 
1a0 of the membrane la, and the first charged segment 2b 
and the second charged segment 3 may be electrostatically 
bound to form the intermediate layer lam. And preferably, 
the uncharged hydrophilic segment 2a may mainly form the 
inner layer la,, of the membrane la. 

FIG. 4A is a partially enlarged sectional view of the 
membrane la of the vesicle 1 according to an embodiment 
of the present invention. The membrane la shown in FIG. 
4A also has a trilaminar structure comprising the outer layer 
1a0, the intermediate layer lam, and the inner layer la,, and 
mainly formed by the first polymer 2 and a second polymer 
3'. 

FIG. 4B is an enlarged view of the first polymer 2 and the 
second polymer 3' shown in FIG. 4A. As shown in FIG. 4B, 
the first polymer 2 is a block copolymer having the 
uncharged hydrophilic segment 2a and the first charged 
segment 2b, and the second polymer 3' is a polymer that has 
the uncharged hydrophilic segment 3a and the second 
charged segment 3b charged oppositely to the first charged 
segment 2b. Preferably, as shown in FIG. 4A, one or both of 
the uncharged hydrophilic segment 2a and 3a may form the 
outer layer 1a0 of the membrane la, and the first charged 
segment 2b and the second charged segment 3b may be 
electrostatically bound to form the intermediate layer lam. 
And preferably, one or both of the uncharged hydrophilic 
segments 2a and 3a may form the inner layer la, of the 
membrane la. 

It is believed, but not intended to be bound by a theory, 
that the mechanism in which the vesicle 1 is formed from the 
first polymer 2 and the second polymer 3 or 3' is as follows. 
Thus, the first polymer 2 and the second polymer 3 or 3' 
shown in FIG. 3B and FIG. 4B, when disposed in a system 
(for example, in an aqueous medium) that can generate the 
interaction of electric charges, self-assemble, and, as shown 
in FIG. 3A and FIG. 4A, the first charged segment 2b and the 
second charged segments 3 and 3b, charged oppositely to 
each another, are electrostatically bound to form the inter-
mediate layer lam and simultaneously the uncharged hydro-
philic segments 2a and 3a are disposed outside thereof 
forming the outer layer 1a0. Preferably, inside the interme-
diate layer la, as well, the uncharged hydrophilic segments 
2a and 3a may be mainly disposed to form the inner layer 
la,. Thus, it is believed, the membrane la of a trilaminar 
structure shown in FIG. 3A and FIG. 4A may be formed 
resulting in the formation of the vesicle 1 shown in FIG. 2. 

While the membrane la of the vesicle 1 may only be 
formed of the first polymer 2 and the second polymer 3 or 
3', it may contain an additional component as long as the 
above structure may largely be maintained. The additional 
component may be not limited and may include, for 
example, a cross-linker, a charged polymer, a charged mol-
ecule, etc. The cross-linker will be explained in detail below. 

Also, as described below, since the vesicle 1 may usually 
be prepared in an aqueous medium, and since the inner layer 
la, of the membrane la may be mainly composed of the 
uncharged hydrophilic segments 2a and 3a, an aqueous 
medium may usually be present in the cavity lb of the 
vesicle 1 (therefore, herein the cavity lb may sometimes be 
expressed as "internal water phase"). However, another 
substance may be present in the cavity lb. 

While the shape of the vesicle 1 may not be limited, it may 
usually be spherical or roughly spherical. 

While the particle size of the vesicle 1 may vary with the 
type and the mass ratio of the first polymer 2 and the second 
polymers 3 and 3', the presence or absence of a cross-linker, 

12 
the environment (the type of the aqueous medium) surround-
ing the vesicle 1, etc., it may preferably be 10 nm or more, 
more preferably 50 nm or more, and preferably 1000 nm or 
less, more preferably 400 nm or less, and even more 

5 preferably 200 nm or less. 
While the thickness of the membrane la of the vesicle 1 

may vary with the type and the mass ratio of the first 
polymer 2 and the second polymers 3 and 3', the presence or 
absence of a cross-linker, the environment (the type of the 

10 aqueous medium) surrounding the vesicle 1, etc., it may 
preferably be 5 nm or more, more preferably 10 nm or more, 
and preferably 30 nm or less, more preferably 15 nm or less. 
(111-2: First and Second Polymers) 

15 
A vacant vesicle for use in the production method of the 

present invention may have a membrane composed of a first 
polymer and a second polymer. 

The first polymer is a block copolymer having an
uncharged hydrophilic segment and a first charged segment. 

20 The first polymer may be of only one type or two or more 
types that are used together in any combination or any ratio. 

The second polymer is a polymer having a second charged 
segment charged oppositely to the first charged segment. It 
may be a polymer composed only of the second charged 

25 segment, or may be a block copolymer having an uncharged 
hydrophilic segment in addition to the second charged 
segment. The second polymer may be of only one type or 
two or more types that are used together in any combination 
or any ratio. When two or more types are used, a second 

30 polymer composed only of the second charged segment and 
a second polymer having an uncharged hydrophilic segment 
in addition to the second charged segment may be used 
together. 

The first polymer and the second polymer each may have 
35 another segment in addition to the above-mentioned seg-

ment, respectively. 
(III-2a: Uncharged Hydrophilic Segment) 

The first polymer has an uncharged hydrophilic segment. 
The second polymer also has an uncharged hydrophilic 

40 segment. 
The uncharged hydrophilic segment is a polymer segment 

having uncharged and hydrophilic properties. As used herein 
the term "uncharged" indicates that the segment as a whole 
is neutral. For example, a segment having no positive or 

45 negative charge may be mentioned. Also, even if the seg-
ment has a positive or negative charge in the molecule, it still 
corresponds to "uncharged" when the local effective charge 
density is not high and the electric charge of the segment as 
a whole has been neutralized to the extent being unable to 

50 prevent vesicle formation by self-assembly. "Hydrophilic-
ity" indicates that it exhibits solubility in a sequence 
medium. 

The type of the uncharged hydrophilic segment may not 
be limited. It may be a segment comprising repeating single 

55 units, or a segment containing repeating units of two or more 
types in any combination or any ratio. As a specific example 
of the uncharged hydrophilic segment, there can be men-
tioned polyalkylene glycol, poly(2-oxazoline), polysaccha-
ride, polyvinyl alcohol, polyvinyl pyrrolidone, polyacrylam-

60 ide, polymethacrylamide, polyacrylate, polymethacrylate, 
poly(2-methacryloiloxyethyl phosphorylcholine), a peptide 
or protein or a derivative thereof having an isoelectric point 
of about 7, and the like. Among them, polyalkylene glycol, 
poly(2-oxazoline) etc. may be preferred, with polyalkylene 

65 glycol being most preferred. As polyalkylene glycol, poly-
ethylene glycol and polypropylene glycol may be mentioned 
with polyethylene glycol being preferred. 
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While the molecular weight of the uncharged hydrophilic 
segment may not be limited, it may preferably have a 
molecular weight within a predetermined range from the 
viewpoint of promoting the self-assembly of a first polymer 
and a second polymer and efficiently producing a uniform 
vesicle. While the specific range of molecular weight may 
vary with the type of the uncharged hydrophilic segment or 
combination with a charged segment, the molecular weight 
(Mw) may preferably be 500 or more, more preferably 1000 
or more, and preferably 15000 or less, more preferably 5000 
or less when polyethylene glycol is used as the uncharged 
hydrophilic segment. While the number of repeating units of 
the uncharged hydrophilic segment may not be limited, it 
may usually be decided according to the type of the repeat-
ing units so that the molecular weight of the uncharged 
hydrophilic segment may satisfy the above range of molecu-
lar weight. 

By using an uncharged hydrophilic segment that satisfies 
the above condition, it becomes possible to prevent aggre-
gation and precipitation of the first polymer and the second 
polymer in an aqueous solution, leading to stabilization of 
the polymers, and to efficiently construct a vesicle. 
(III-2b: Charged Segment) 

The first charged segment contained in the first polymer 
and the second charged segment contained in the second 
polymer are charged segments charged oppositely to each 
other. Thus, when the first charged segment is a cationic 
segment, then the second charged segment will be an anionic 
segment, and when the first charged segment is an anionic 
segment, then the second charged segment will be a cationic 
segment. 
(III-2b-1: Cationic Segment) 

A cationic segment is a polymer segment that has a 
cationic group and that exhibits a cationic property. How-
ever, the cationic segment may have a few anionic groups 
unless it prevents vesicle formation by the self-assembly of 
the first polymer and the second polymer. 

The type of the cationic segment may not be limited. It 
may be a segment comprising repeating single units, or a 
segment containing repeating units of two or more types in 
any combination or any ratio. As a cationic segment, 
polyamine etc may be preferred, and a polyamino acid or a 
derivative thereof having an amino group at the side chain 
thereof may be specifically preferred. As a polyamino acid 
or a derivative thereof having an amino group at the side 
chain thereof, polyaspartamide, polyglutamide, polylysine, 
polyarginine, polyhistidine, and derivatives thereof may be 
mentioned, with a polyaspartamide derivative and polyglu-
tamide derivative being most preferred. 

While the molecular weight of a cationic segment may not 
be limited, it may preferably have a molecular weight within 
a predetermined range from the viewpoint of promoting the 
self-assembly of a first polymer and a second polymer and 
efficiently producing a uniform vesicle. While the number of 
repeating units of the cationic segment may not be limited, 
it may usually be decided according to the type of the 
repeating units so that the molecular weight of the cationic 
segment may satisfy the above range of molecular weight. 
Specifically when a polyaspartic acid derivative is used as a 
cationic segment, the number of repeating units thereof may 
preferably be 10 or more, more preferably 50 or more, and 
preferably 200 or less, more preferably 100 or less. 

By using a cationic segment that satisfies the above 
condition, it becomes possible to prevent aggregation and 
precipitation of the first polymer and the second polymer in 
an aqueous solution leading to the stabilization of the 
polymers, and to efficiently construct a vesicle. 

14 
(III-2b-2: Anionic Segment) 

An anionic segment is a polymer segment that has an
anionic group and that exhibits an anionic property. How-
ever, the anionic segment may have a few anionic groups 

5 unless it prevents vesicle formation by the self-assembly of 
the first polymer and the second polymer. 

The type of the anionic segment may not be limited, 
either. It may be a segment comprising repeating single 
units, or a segment containing repeating units of two or more 

10 types in any combination or any ratio. As an anionic 
segment, polycarboxylic acid, polysulfonic acid, and poly-
phosphoric acid (nucleic acid etc.) may be preferred, and a 
polyamino acid or a derivative thereof having a carboxyl 
group at the side chain thereof or a derivative thereof may 

15 be preferred with nucleic acid being specifically preferred. 
As a polyamino acid or a derivative thereof having a 

carboxyl group at the side chain thereof, polyaspartic acid, 
polyglutamic acid, polycarboxylic acid obtained by allowing 
an appropriate amount of aconitic acid anhydride or citra-

20 conic acid anhydride to act on the amino group of a 
polyamino acid, which is the above polycation, or a deriva-
tive thereof having an amino group at the side chain, and 
derivatives thereof may be mentioned, with polyaspartic 
acid and polyglutamic acid being most preferred. 

25 As a nucleic acid, a single-stranded or double-stranded 
DNA or RNA may be mentioned. A nucleic acid may be a 
functional nucleic acid appropriate for use in a vesicle. As a 
functional nucleic acid, siRNA, miRNA (micro RNA), anti-
sense RNA, antisense DNA, ribozyme, DNA enzyme etc. 

30 may be mentioned. They may be selected according to the 
use of a vesicle. For example, when a vesicle is used as a 
DDS for RNAi, siRNA may be used as a nucleic acid. A 
nucleic acid may be modified. As examples of a modified 
nucleic acid, a nucleic acid to which a hydrophobic func-

35 tional group such as cholesterol and vitamin E is bound may 
be mentioned. 

While the molecular weight of an anionic segment may 
not be limited, it may preferably have a molecular weight 
within a predetermined range from the viewpoint of pro-

40 moting the self-assembly of a first polymer and a second 
polymer and efficiently producing a uniform vesicle. While 
the number of repeating units of the cationic segment may 
not be limited, it may usually be decided according to the 
type of the repeating units so that the molecular weight of 

45 the anionic segment may satisFy the above range of molecu-
lar weight. Specifically when a polycarboxylic acid, poly-
sulfonic acid or nucleic acid is used as an anionic segment, 
the number of repeating units thereof may preferably be 10 
or more, more preferably 50 or more, and preferably 200 or 

50 less, more preferably 100 or less. 
By using an anionic segment that satisfies the above 

condition, it becomes possible to prevent aggregation and 
precipitation of the first polymer and the second polymer in 
an aqueous solution leading to stabilization of the polymers, 

55 and to efficiently construct a vesicle. 
(III-2c: Combination of an Uncharged Hydrophilic Segment 
and a Charged Segment) 

The combination of an uncharged hydrophilic segment 
and a first charged segment contained in the first polymer, 

60 and the combination of an uncharged hydrophilic segment 
and a second charged segment in a case in which the second 
polymer has an uncharged hydrophilic segment in addition 
to a second charged segment are both not limited, and any 
uncharged hydrophilic segment and any charged segment 

65 can be combined (in the following description, the first 
charged segment and the second charged segment may be 
collectively expressed as "charged segment"). 
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The number of the uncharged hydrophilic segments and 
that of the charged segments are also arbitrary, and may be 
one or more. In the case of two or more, they may be the 
same or different. 

While the binding form of an uncharged hydrophilic 
segment and a charged segment may not be limited, they 
may be directly bound or may be bound via a linking group. 

As an example of a linking group, there can be mentioned 
a hydrocarbon group having a valency corresponding to the 
total number of the uncharged hydrophilic segments and the 
charged segments. The hydrocarbon group as a linking 
group may be an aliphatic or an aromatic group, or a group 
in which they are linked, and in the case of an aliphatic 
group, it may be saturated or unsaturated, and may be 
straight, branched or circular. While the molecular weight of 
the hydrocarbon group as a linking group may not be 
specifically limited, it may usually be 5000 or less, prefer-
ably 1000 or less. As an example of a hydrocarbon group as 
a linking group, a gallic acid derivative, a 3,5-dihydroxy 
benzoic acid derivative, a glycerin derivative, a cyclohexane 
derivative, L-lysine etc. may be mentioned, with a 3,5-
dihydroxy benzoic acid derivative being preferred. 

As an example of a linking group, a disulfide group can 
be mentioned. A disulfide group may be used to link one 
uncharged hydrophilic segment and one charged segment. 
By linking an uncharged hydrophilic segment and a charged 
segment via a disulfide group, it becomes possible to cleave 
the disulfide group by the environment surrounding the 
vesicle or an external action and to alter the form and 
properties of the vesicle. By using this, it is believed, when 
a drug is encapsulated in the vesicle and the substance-
encapsulating vesicle is used as a DDS for drug delivery, it 
becomes possible to cleave the disulfide group in vivo and 
thereby to promote the release of the substance encapsulated 
in the vesicle. 

While the ratio of a first charged segment and a second 
charged segment (the ratio of a cationic segment and an 
anionic segment) and the ratio of an uncharged hydrophilic 
segment and a charged segment are also arbitrary, they may 
preferably be selected based on the following criteria, from 
the viewpoint of promoting the self-assembly of a first 
polymer and a second polymer and efficiently producing a 
uniform vesicle. 

First, the ratio of a cationic segment and an anionic 
segment may preferably be adjusted so that the C/A ratio 
defined in the following equation (i) is usually 0.3, prefer-
ably 0.5 or more, more preferably 0.6 or more, and usually 
less than 3.0, preferably 2.0 or less, more preferably 1.7 or 
less. 

[Mathematical 1] Equation (i) 

[moles of cationic groups 

in the first and second 

polymers] 
CIA ratio (mole ratio) 

= [moles of anionic groups 

in the first and second 

polymer] 

wherein, the moles of cationic groups and anionic groups 
in the first and second polymers depend on the structure of 
the cationic segment and the anionic segment, and can be 
determined by a common potentiometric (acid/base) titra-
tion. 

16 
The ratio of the uncharged hydrophilic segment and the 

charged segment in the first and second polymers may 
preferably be decided considering the ratio of the cationic 
segment and the anionic segment that satisfies the above 

5 range of the C/A ratio. Specifically, the molecular weight 
ratio X of the uncharged hydrophilic segment defined by the 
following equation (ii) may preferably be kept in the range 
of usually 0.01 or more, preferably 0.05 or more, and usually 
0.35 or less, preferably 0.1 or less. 

10 In a case where one each of the cationic segment (as-
sumed to have one positive electric charge per monomer) 
and the anionic segment (assumed to have one negative 
electric charge per monomer) is used, and an uncharged 

15 hydrophilic segment is introduced into at least one of them 
(i.e., a case where the first polymer is a block copolymer 
having a cationic or an anionic segment and an uncharged 
hydrophilic segment, and the second polymer is a single 
polymer of an anionic or a cationic segment or a block 

20 copolymer having an uncharged hydrophilic segment in 
addition to it), its X is defined by the following equation: 

[Mathematical 2] 

25 
(C/A)*PA Equation (ii) 

MNA + MNC * 

x= 
(C/A)*PA 

MNA + MA + (Mc + MNC) * 
Pc 

30 

MM represents the molecular weight of the uncharged 
hydrophilic segment linked to the anionic segment, 

MNc represents the molecular weight of the uncharged 
hydrophilic segment linked to the cationic segment, 

M represents the molecular weight of the cationic seg-
ment, 

MA represents the molecular weight of the anionic seg-
ment, 

40 Pc represents the degree of polymerization of the cationic 
segment, and 

A represents the degree of polymerization of the anionic 
segment. 
(III-2d: Specific Examples of the First and Second Poly-
mers) 

As specific examples of the first and second polymers, the 
following [Example 1] and [Example 2] may be mentioned. 
[Example 1] 

The following (Al) is used as the first polymer and the 
50 following (Bl) is used as the second polymer. 

(Al) A block copolymer having an uncharged hydrophilic 
segment and an anionic segment. 

(Bl) A block copolymer of the following (i) and/or a 
polymer of the following (ii): 

ss (i) A block copolymer having an uncharged hydrophilic 
segment and a cationic segment. 

(ii) A polymer having a cationic segment (but, having no 
uncharged hydrophilic segment). 
[Example 2] 

60 The following (A2) is used as the first polymer and the 
following (B2) is used as the second polymer. 

(A2) A block copolymer having an uncharged hydrophilic 
segment and an anionic segment. 

(B2) A block copolymer of the following (III) and/or a 
65 polymer of the following (iv): 

(III) A block copolymer having an uncharged hydrophilic 
segment and an anionic segment. 
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(iv) A polymer having an anionic segment (but, having no 
uncharged hydrophilic segment). 

As used herein, polymers having no uncharged hydro-
philic segment, as in the above (B 1) (i) and (ii) and (B2) (iv) 
polymers, may be called homopolymers for convenience. 

While cationic segments in each of the above (Bi) (i) and 
(ii) and (A2) polymers may not be specifically limited, there 
may preferably be mentioned, for example, those derived 
from polypeptides having a cationic group at the side chain 
thereof 

Similarly, while anionic segments in each of the above 
(Al) and (B2) (III) and (iv) polymers may not be specifically 
limited, there may preferably be mentioned, for example, 
those derived from polypeptides or nucleic acids having an 
anionic group at the side chain thereof 

More specifically, as each block copolymer of the above 
(Al) and (B2) (III), there can be preferably mentioned, for 
example, those represented by the following general formula 
(I) and/or (II): 

[Chemical 1] 

(I) 
R1"O -e CH2CH2O-3— L1— CoCI-IINH-3--e COR2"CI-IINH-3— R3

C 0 0 

0 -

(II) 
RibO --CH2CH2O -- L2 -- NHCHCO j--  NHCHR2 CO j— R 

R2d C=O 

C 0 0 

0-

wherein, in the structural formula of the general formulas 
(I) and (II), the segments having a number (degree of 
polymerization) of repeating units of "m" are uncharged 
hydrophilic segments derived from PEG (hereinafter 
referred to as "PEG segments"), and the segments that 
combine sections having a number of repeating units of 
"n-y" and sections having a number of repeating units of"y" 
are anionic segments derived from polyanions (hereinafter 
referred to as "polyanionic segments"). 

In the general formulas (I) and (II), R"' and Rib represent, 
independently from each other, a hydrogen atom or an 
unsubstituted or substituted straight or branched C112 alkyl 
group. As a straight or branched C112, there can be men-
tioned methyl, ethyl, n-propyl, iso-propyl, n-butyl, sec-
butyl, tert-butyl, n-pentyl, n-hexyl, decyl, undecyl and the 
like. As a substituent when they are substituted, there can be 
mentioned an acetalized formyl group, a cyano group, a 
formyl group, a carboxyl group, an amino group, a C 6
alkoxycarbonyl group, a C27 acylamido group, the same or 
different tri-C 6 alkylsiloxy group, a siloxy group, and a 
sillylamino group. As used herein acetalization means the 
formation of an acetal section by the reaction of formyl 
carbonyl with 2 molecules of alkanol having 1-6 carbons or 
an optionally branched alkylenediol having 2-6 carbons, and 
thus is also a method for protecting the carbonyl group. For 
example, when the substituent is an acetalized formyl group, 
it can be hydrolyzed under an acidic mild condition to be 
converted to another sub stituent, a formyl group (—CHO) 
(or an aldehyde group). 

18 
In the general formulas (I) and (II), Li and L2 represent a 

linking group. Specifically, Li may preferably be 
-(CH2)b -NH - (b is an integer of 1-5), and L2 may 

preferably be -(CH2) -CO - (c is an integer of 1-5). 
5 In the general formulas (I) and (II), R2 ', R2 ', R2C and R2d 

represent, independently from each other, a methylene group 
or an ethylene group. When both of R2 ' and R2 ' are a 
methylene group, they correspond to a poly(aspartic acid 
derivative), and when they are an ethylene group, they 

10 correspond to a poly(glutamic acid derivative), and when 
both of R2C and R2d are a methylene group, they correspond 
to a poly(aspartic acid derivative), and when they are an
ethylene group, they correspond to a poly(glutamic acid 
derivative). In these general formulas, when R2" and R2 ' 

15 (R2 ' and R2 ') represent both of a methylene group and an
ethylene group, and when R2C and R2d (R2d and R2C) repre-
sent both of a methylene group and an ethylene group, 
repeating units of the aspartic acid derivative and the glu-
tamic acid derivative can be present by forming a block or 

20 can be present at random. 
In the general formulas (I) and (II), R3 represents a 

hydrogen atom, a protecting group, a hydrophobic group or 
a polymerizable group. Specifically, R3 may preferably be an
acetyl group, an acryloyl group, or a methacryloyl group. 

25 In the general formulas (I) and (II), R4 represents a 
hydroxyl group, an oxybenzyl group, a 
group, or an initiator residue. Herein, a represents an integer 
of 1-5, and X may preferably be the residue of an amine 
compound comprising one or more of a primary, secondary, 

30 and tertiary amine, a quatemary ammonium salt, and a 
guanidino group, or may preferably be the residue of a 
compound other than amine. Furthermore, optionally R4
may preferably be —NH---R9 (R9 represents an unsubsti-
tuted or a substituted straight or branched C 20 alkyl group). 

35 In the general formulas (I) and (II), m may be an integer 
of 5-2,000, preferably an integer of 5-270, and more pref-
erably an integer of 10-100. Also, n represents an integer of 
2-5,000, y represents an integer of 0-5,000, and preferably n 
andy may represent an integer of 5-300, more preferably an

40 integer of 10-100. Provided that y is not greater than n. 
While each of the repeating units in the general formulas 

(I) and (II) is represented according to the order of being 
specified for the sake of convenience of description, each of 
the repeating units may be present at a random order. 

45 Specifically, it is preferred that each repeating unit in the 
polyanionic segment can only be present at a random order 
as described above. 

While the molecular weight (Mw) of the block copoly-
mers represented by the general formulas (I) and (II) may 

50 not be specifically limited, it may preferably be 3,000-30, 
000, more preferably 5,000-20,000. For individual seg-
ments, the molecular weight (Mw) of the PEG segment may 
preferably be 500-15,000, more preferably 1,000-5,000, and 
the molecular weight (Mw) of the polyanionic segment may 

55 preferably be 500-50,000, more preferably 1,000-20,000. 
While the method for producing the block copolymers 

represented by the general formulas (I) and (II) may not be 
specifically limited, there can be mentioned a method, for 
example, in which a segment (PEG segment) that contains 

60 the block part of Ro- or RTho and a PEG chain is 
synthesized in advance, to one end (the end opposite to 
Ro- or RTho) of the PEG segment, a predetermined 
monomer is polymerized in order, and then the side chain is 
substituted or converted, as needed, so as to envelope the 

65 anionic group, or a method in which the above PEG segment 
and a block part having a side chain containing an anionic 
group are synthesized in advance, and then they are linked 
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to each other. The procedure and condition of various 
reactions in the above production methods may be selected 
or designed as appropriate considering the conventional 
methods. The above PEG segment may be prepared using a 
method for producing the PEG segment part of the block 
copolymer described in, for example, W096/32434, W096/ 
33233, W097/06202, and the like. 

As a more specific method for producing the block 
copolymers represented by the general formula (I) and (II), 
there can be preferably mentioned a method in which, for 10 
example, to the amino terminal of a PEG segment derivative 
having an amino group at the end, a N-carboxylic acid 
anhydride (NCA) of a protective amino acid such as n-ben-
zyl-L-aspartate (BLA) and Ns-Z-L-lysine is polymerized to 

20 
synthesize a block copolymer, and then the side chain of 
each segment is substituted or converted to become a side 
chain having the above-mentioned anionic group. 

As a specific example of block copolymers represented by 
the general formulas (I) and (II), there may preferably be 
mentioned an anionic block copolymer (hereinafter referred 
to as "PEG-P(Asp)" of the following formula, comprising 
polyethylene glycol (hereinafter referred to as "PEG"), 
which is an uncharged hydrophilic segment, and polyaspar-
tic acid (hereinafter referred to as "P(Asp)", which is an
anionic segment (in the formulas hereinbelow, Na may be 
indicated as an example of a counter ion, but the counter ion 
may not be limited to it). 

[Chemical 2] 

[ ,0 

( H\ / H2 H 1 
H3CO 

H2 ' H2 H2
C N j1 C _. N H 

N—h CH CH 
H2 ) H H [\ 

H2 

o C o_ o C o_

Na Na 

wherein, 
m represents an integer that indicates the degree of 

30 
polymerization of PEG, 

n represents an integer that indicates the degree of polym-
erization of P(Asp), and 

any of a and b is greater than 0 and less than 1, provided 
that a+b=1. 

As PEG-P(Asp), one that has a molecular weight (Mw) of 
the PEG segment of 2,000 and a number (n in the above 
formula) of P(Asp) units of 70 or 75 may be specifically 
preferred, P(Asp) being a polyanionic segment. 

As each block copolymer of the above (A2) and (Bi), for 
example, the one represented by the following general 
formula (III) and/or (IV) may preferably be mentioned. 

[Chemical 3] 

(III) 
R1"O—CH2CH2O— -L1tCOCHNH_) (CoR2"CI-1INH)--CoCI-INH)— R3

2b C=O (CH2) 

NHR6" 

R5" 
(IV) 

RibO CH2CH2O L2 - NHCHCO--- NHCHR2 CO COCNH- R4

C=O (CH2) 

C0 NHR61' 

R5

Wherein, in the structural formula of the general formulas 
(III) and (IV), the segments having a number (degree of 

60 polymerization) of repeating units of "m" are uncharged 
hydrophilic segments derived from PEG ("PEG segments"), 
and the segments that combine the sections having a number 
of repeating units of "n-y-z" and sections having a number 

65 of repeating units of"y" are cationic segments derived from 
polycations (hereinafter referred to as "polycationic seg-
ments"). 
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In the general formulas (III) and (IV), R"' and Rib 

represent, independently from each other, a hydrogen atom 
or an unsubstituted or substituted straight or branched C112
alkyl group. As a straight or branched C112, there can be 
mentioned methyl, ethyl, n-propyl, iso-propyl, n-butyl, sec-
butyl, tert-butyl, n-pentyl, n-hexyl, decyl, undecyl and the 
like. As a substituent when they are substituted, there can be 
mentioned an acetalized formyl group, a cyano group, a 
formyl group, a carboxyl group, an amino group, a C 6
alkoxycarbonyl group, a C27 acylamido group, the same or 
different tri-C 6 alkylsiloxy group, a siloxy group, and a 
sillylamino group. As used herein acetalization means the 
formation of an acetal section by the reaction of formyl 
carbonyl with 2 molecules of alkanol having 1-6 carbons or 
an optionally branched alkylenediol having 2-6 carbons, and 
thus is also a method for protecting the carbonyl group. For 
example, when the substituent is an acetalized formyl group, 
it can be hydrolyzed under an acidic mild condition to be 
converted to another sub stituent, a formyl group (-CHO) 
(or an aldehyde group). 

In the general formulas (III) and (IV), Li and L2 represent 
a linking group. Specifically, Li may preferably be 

-(CH2)b -NH - (b is an integer of 1-5), and L2 may 
preferably be -(CH2) -CO - (c is an integer of 1-5). 

In the general formulas (III) and (IV), R2 ', R2 ', R2C and 
R2d represent, independently from each other, a methylene 
group or an ethylene group. When both of R2 ' and R2 ' are 
a methylene group, they correspond to a poly(aspartic acid 
derivative), and when they are an ethylene group, they 
correspond to a poly(glutamic acid derivative), and when 
both of R2C and R2d are a methylene group, they correspond 
to a poly(aspartic acid derivative), and when they are an 
ethylene group, they correspond to a poly(glutamic acid 
derivative). In these general formulas, when R2" and R2 ' 
(R2 ' and R2 ') represent both of a methylene group and an 
ethylene group, and when R2C and R2d (R2d and R2C) repre-
sent both of a methylene group and an ethylene group, 
repeating units of the aspartic acid derivative and the glu-
tamic acid derivative can be present by forming a block or 
can be present at random. 

In the general formulas (III) and (IV), R3 represents a 
hydrogen atom, a protecting group, a hydrophobic group or 
a polymerizable group. Specifically, R3 may preferably be an 
acetyl group, an acryloyl group, or a methacryloyl group. 

In the general formulas (III) and (IV), R4 represents a 
hydroxyl group, an oxybenzyl group, a 
group, or an initiator residue. Herein, a represents an integer 
of 1-5, and X may preferably be the residue of an amine 
compound comprising one or more of a primary, secondary, 
and tertiary amine, a quatemary ammonium salt, and a 
guanidino group, or may preferably be the residue of a 
compound other than amine. Furthermore, optionally R4
may preferably be -NH----R9 (R9 represents an unsubsti-
tuted or a substituted straight or branched C 20 alkyl group). 

In the general formulas (III) and (IV), R5", R5', RSC, and 
RSd represent, independently from each other, a hydroxyl 
group, an oxybenzyl group, or a -NH--(CH2),----X group. 
Herein, a represents an integer of 1-5, and X may preferably 
be the residue of an amine compound comprising one or 
more of a primary, secondary, and tertiary amine, a quater-
nary ammonium salt, and a guanidino group, or may pref-
erably be the residue of a compound other than amine. 

Among the total number of R5" and R5 ' and the total 
number of R5' and RSd, the presence of at least two -NH----
(CH2), -X groups (X represents (NH(CH2)2) -NH2 (e is 
an integer of 0-5)) may be preferred, the presence of 50% or 

22 
more of the above total number may be more preferred, and 
the presence of 85% or more of the above total number may 
be even more preferred. 

Also, all or part of R5 ', R5', RSC, and RSd may preferably 
5 be -NH--(CH2),---X group (wherein a represents 2 and X 

represents (NH(CH2)2) -NH2 (provided e is 1)). 
Furthermore, in the -NH--(CH2),---X group illustrated 

as R4, R5 ', R5', RSC, and RSd, X selected from the groups 
represented by each of the following formulas may be most 

10 preferred. 

[Chemical 4] 

15 

KN (5, o, N 
N 

20 I 
x2

25 
H3C 1 c , (H3C)2CH CH(CH3)2, 

-(CH 2)f-NH 2, -(NR 7"(CH2)a1) 1-- NHR8", -N(CH 3)2, 

- N(CH2CH3)2, - (NR?b(CH2)a2) 2 - (NR7(CH2)a3)3 - 

30 CH2)2gCH3, or -NHC( NH)NH2

35 

In each of the above formulas, X2 represents a hydrogen 
atom, a C 6 alkyl group or an amino C 6 alkyl group, R7 ', 
R7 ', and R7C, independently from each other, represents a 

40 hydrogen atom or a methyl group, dl, d2, and d3, indepen-
dently from each other, represent an integer of 1-5, ci, e2, 
and e3, independently from each other, represent an integer 
of 1-5, f represents an integer of 0-15, g represents an integer 
of 0-15, and R8 ' and R8 ', independently from each other, 

45 represent a hydrogen atom or a protecting group. Herein, the 
protecting group may preferably be selected from the group 
consisting of a Z group, a Boc group, an acetyl group, and 
a trifluoroacetyl group that are usually used as a protecting 
group for an amino group. 

50 In the general formulas (III) and (IV), R6 ' and R6 ', 
independently from each other, represent a hydrogen atom, 
--C(=NH)NH2, or a protecting group, wherein the protect-
ing group may preferably be selected from the group con-
sisting of a Z group, a Boc group, an acetyl group, and a 

55 trifluoroacetyl group that are usually be used a protecting 
group for an amino group. Also in the general formulas (III) 
and (IV), t may preferably represent an integer of 2-6, more 
preferably 3 or 4. 

In the general formulas (III) and (IV), m represents an
60 integer of 5-2,000, preferably an integer of 5-270, and more 

preferably an integer of 10-100. n represents an integer of 
2-5,000, y represents an integer of 0-5,000, and z represents 
an integer of 0-5,000. n may preferably represent an integer 
of 5-300, more preferably represent 0 or an integer of 

65 10-100. y and z may preferably represent 0 or an integer of 
5-300, more preferably 0 or an integer of 10-100. Provided 
that the sum of y and z (Y+z) is not greater than n. 
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While each of the repeating units in the general formulas 
(III) and (IV) is represented according to the order of being 
specified for the sake of convenience of description, each of 
the repeating units may be present at a random order. 
Specifically, it is preferred that each repeating unit in the 
polycationic segment can only be present at a random order 
as described above. 

= c1-

While the molecular weight (Mw) of the block copoly-
mers represented by the general formulas (III) and (IV) may 
not be specifically limited, it may preferably be 23,000-45, 
000, more preferably 28,000-34,000. For individual seg-
ments, the molecular weight (Mw) of the PEG segment may 
preferably be 500-15,000, more preferably 1,000-5,000, and 
the molecular weight (Mw) of the polycationic segment may 
preferably be altogether 500-50,000, more preferably 1,000-
30,000. 

While the method for producing the block copolymers 
represented by the general formulas (III) and (IV) may not 
be specifically limited, there can be mentioned a method, for 
example, in which a segment (PEG segment) that contains 
the block part of R''o- or R1 0- and a PEG chain is 
synthesized in advance, to one end (the end opposite to 
R''o- or R1 0-) of the PEG segment, a predetermined 
monomer is polymerized in order, and then the side chain is 
substituted or converted, as needed, so as to envelope the 
cationic group, or a method in which the above PEG 
segment and a block part having a side chain containing a 
cationic group are synthesized in advance, and then they are 
linked to each other. The procedure and condition of various 
reactions in the above production methods may be selected 
or designed as appropriate considering the conventional 
methods. The above PEG segment may be prepared using a 
method for producing the PEG segment part of the block 
copolymer described in, for example, W096/32434, W096/ 
33233, W097/06202, and the like. 

As a more specific method for producing the block 
copolymers represented by the general formulas (III) and 
(IV), there can be preferably mentioned a method in which, 
for example, to the amino terminal of a PEG segment 
derivative having an amino group at the end, a N-carboxylic 
acid anhydride (NCA) of a protective amino acid such as 
3-benzyl-L-aspartate (BLA) and Ns-Z-L-lysine is polymer-
ized to synthesize a block copolymer, and then the side chain 
of each segment is substituted with diethylene triamine 
(DET) etc. or converted to become a side chain having the 
above-mentioned cationic group. 

As a specific example of block copolymers represented by 
the general formulas (III) and (IV), there may preferably be 
mentioned a cationic block copolymer (hereinafter referred 
to as "PEG-P(Asp-AP)" of the following formula compris-

24 
ing polyethylene glycol (hereinafter referred to as "PEG"), 
which is an uncharged hydrophilic segment, and poly(di-
aminopentane structure-containing aspartic acid derivative) 
(hereinafter referred to as "P(Asp-AP)", which is a cationic 
segment (in the formula hereinbelow, Cl- may be indicated 
as an example of a counter ion, but the counter ion may not 
be limited to it). 

[Chemical 5] 

wherein, 
25 m represents an integer that indicates the degree of 

polymerization of PEG, 

n represents an integer that indicates the degree of polym-
erization of P(Asp-AP), and 

30 
any of a and b is greater than 0 and less than 1, provided 

that a+b=1. 

As PEG-P(Asp-AP), one that has a molecular weight 
(Mw) of the PEG segment of 2,000 and a number (n in the 
above formula) of P(Asp-AP) units of 70 or 75 may be 

35 specifically preferred, P(Asp-AP) being a polycationic seg-
ment. 

As the polymer of the above (B2) (iv), for example, the 
one represented by the following general formulas (V) and 
(VI) may preferably be mentioned. On the explanation of the 

40 following general formulas (V) and (VI), the explanation on 
the above-mentioned general formulas (I) and (II) (exclud-
ing the explanation on the PEG segment) may be similarly 
applied as appropriate. 

45 

[Chemical 6] 

(V) 
- L1-- COCI-IINH j--  COR2"HNH -j— R3

50 R2b C 0 

0 -

(VI) 

55 
Rlb_L2--NHCHCO- --NH1HR2 CO-3—R4

C 0 0 

0 -
60 

As used herein, as a specific example of polymers repre-
sented by the general formulas (V) and (VI), there may 
preferably be mentioned an anionic homopolymer (herein-

65 after referred to as "Homo-P(Asp)" of the following for-
mula, comprising polyaspartic acid (P(Asp)), which is an
anionic segment. 
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[Chemical 7] 

r i 

H2 H2 '( ii 
H3C 

C 
C N 

H 

112 HI\ I 

Na 

Na 

wherein, 
n represents an integer that indicates the degree of polym-

erization of P(Asp), and 
any of a and b is greater than 0 and less than 1, provided 

that a+b=1. 
As Homo-P(Asp), one that has a number (n in the above 

formula) of P(Asp) units of 70 or 82 may specifically be 
preferred, P(Asp) being a polyanionic segment. 

As each block copolymer of the above (Bi) (ii), for 
example, the one represented by the following general 
formula (VII) and/or (VIII) may preferably be mentioned. 
On the explanation of the general formulas (VII) and (VIII), 
the explanation on the above-mentioned general formulas 
(III) and (IV) may be similarly applied as appropriate. 

[Chemical 8] 

- L1-- COCHNH- —COR2"CHNH- 7-- COCHNH-— R3

12b C=O (CH2)1

C = 0 R5" NHR6" 

R5" 
(VIII) 

R4

C=O (CH2)1

C=O 5d NHR6b 

R5

As used herein, as a specific example of polymers repre-
sented by the general formulas (VII) and (VIII), there may 
preferably be mentioned a cationic homopolymer (herein-
after referred to as "Homo-P(Asp-AP)") of the following 
formula, comprising poly(diaminopentane structure-con-
taining aspartic acid derivative) (P(Asp-AP)), which is a 
cationic segment. 

[Chemical 9] 

H2 H2 / H2 H 1
N H 

H3C C 
H2

CH2'" \ 
O NH 

O NH 

= ci-

26 
wherein, 
n represents an integer that indicates the degree of polym-

erization of P(Asp-AP), and 
any of a and b is greater than 0 and less than 1, provided 

5 that a+b=1. 
As Homo-P(Asp-AP), one that has a number (n in the 

above formula) of P(Asp-AP) units of 70 or 82 may spe-
cifically be preferred, P(Asp-AP) being a polycationic seg-
ment. 

10 (111-3: Additional Membrane Component) 
During the formation of a vacant vesicle, an additional 

membrane component can be added unless it prevents 
vesicle formation or reduces stability, in addition to the first 
polymer and the second polymer. The other membrane 

15 component may not be specifically limited, and specific 
examples thereof may include a charged polymer, a charged 
nanoparticle and the like. 

As the charged polymer, there can be mentioned any 
charged polymer that has one or more charged segment (a 

20 cationic segment or an anionic segment) mentioned above 
and that does not correspond to the first polymer or the 
second polymer. 

As the charged nanoparticle, a metal-based nanoparticle 
having an electric charge on the surface etc. may be men-

25 tioned. 
As the other membrane component mentioned above, a 

single component may be used alone, or two or more 
components may be used in any combination or ratio. 

Also while the amount used of the other membrane 
30 component mentioned above may not be limited, the amount 

may preferably be kept roughly to a level that does not 
prevent vesicle formation by the self-assembly of the first 
polymer and the second polymer. Specifically, relative to the 
total weight of the vesicle, the amount may usually be 30% 

35 or less, preferably 20% or less, and more preferably 10% or 
less. 
(111-4: Method for Producing a Vacant Vesicle) 

Since the vacant vesicle for use in the production method 
of the present invention may be formed using an electro-

40 static interaction between the first polymer and the second 
polymer, it can be easily produced by mixing the first 
polymer and the second polymer in an aqueous solution. 
Such a production method can produce the vesicle even 
without using an organic solvent, and thus is advantageous 

45 in the field of DDS, biomaterials and the like. 
Specifically, a first aqueous solution containing the first 

polymer and a second aqueous solution containing the 
second polymer are provided. The first and the second 
aqueous solutions may be purified by filtration as desired. 

50 The concentration of the first polymer in the first aqueous 
solution and the concentration of the second polymer in the 
second aqueous solution may not be limited, and may be 
determined, as appropriate, by considering the ratio of the 
total charges of the first polymer and the second polymer, the 

55 solubility of the first polymer and the second polymer into 
the aqueous solutions, conditions such as the efficiency of 
vesicle formation etc. 

The type of the solvent for the first and the second 
aqueous solutions may not be limited, as long as it is an

60 aqueous solvent. It may preferably be water, but, as long as 
it does not prevent vesicle formation, there can be used a 
solvent having another component mixed in water, such as 
physiological saline, an aqueous buffer, a mixed solvent of 
water and a water soluble organic solvent etc. As an aqueous 

65 buffer, a 10 mM HEPES buffer etc. may be mentioned. 
While the pH of the first and the second aqueous solutions 

may be adjusted as appropriate as long as it does not prevent 




